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Abstract

The microwave absorption properties of Ni/(C, silicides) nanocapsules prepared by an arc discharge method have
been studied. The composition and the microstructure of the Ni/(C, silicides) nanocapsules were determined by
means of X-ray diffraction, X-ray photoelectric spectroscopy, and transmission electron microscope observations.
Silicides, in the forms of SiOx and SiC, mainly exist in the shells of the nanocapsules and result in a large amount of
defects at the ‘core/shell’ interfaces as well as in the shells. The complex permittivity and microwave absorption
properties of the Ni/(C, silicides) nanocapsules are improved by the doped silicides. Compared with those of Ni/C
nanocapsules, the positions of maximum absorption peaks of the Ni/(C, silicides) nanocapsules exhibit large red
shifts. An electric dipole model is proposed to explain this red shift phenomenon.
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Background
Magnetic nanocapsules have attracted increasing atten-
tion in the area of electromagnetic wave absorption in
the last decades because of their peculiar structural char-
acteristics [1-4]. The magnetic nanocapsules, such as Fe/
ZnO [1] and FeCo/C [2] nanocapsules, consist of differ-
ent core and shell materials, and they show outstanding
electromagnetic wave absorption performance in the
gigahertz range. Zhang et al. [3,4] have prepared Ni/C
nanocapsules using methane as the carbon source and
observed excellent electromagnetic properties, and they
also studied the effect of inter-particle distance on the
electromagnetic wave attenuation mechanism. Recently,
Wang et al. (unpublished work) have reported that chan-
ging the thickness of the graphite shell of Ni/C nanocap-
sules can modulate the effective permittivity.
Both carbon and silicon dioxide are widely used as

shell materials, in which the former has a layered struc-
ture and the latter is a good insulator [5]. SiC with a
high dielectric constant is an interesting wave absorption
material [6]. As we know, SiO2 can react with carbon at
high temperatures to produce semiconducting SiC [7].
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We expect to improve the electromagnetic wave absorp-
tion properties of nanocapsules by changing the shell
constituents of nanocapsules. In this paper, the electro-
magnetic wave absorption properties of Ni/(C, silicides)
nanocapsules and Ni/C nanocapsules are studied in the
frequency range of 2 to 18 GHz. Although the tenden-
cies of the frequency dependence of the complex perme-
ability of the Ni/(C, silicides) and Ni/C nanocapsules in
the frequency range of 2 to 18 GHz are similar, com-
pared with the electromagnetic absorption spectra of the
Ni/C nanocapsules, the absorption peak of the Ni/(C,
silicides) nanocapsules shows a large red shift of 0.7 to
1.9 GHz at different thicknesses of absorption layer. An
electric dipole model is proposed to explain this red shift
phenomenon.
Methods
Ni/(C, silicides) nanocapsules were fabricated by the arc
discharge method as described in [8]. A mixture of
nickel and silicon dioxide powders with a mole ratio of
Ni/SiO2 = 96:4 was compacted into a target and used as
an anode. A graphite needle served as a cathode. A
mixture gas of high-purity Ar (2.0 × 104 Pa) and H2

(4.0 × 103 Pa) was introduced into the evacuated cham-
ber (5.0 × 10−3 Pa) serving as the source of plasma.
Twenty milliliters of 99.7% C2H5OH was introduced
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Figure 1 XRD pattern of Ni/(C, silicides) nanocapsules.

Figure 2 XPS of (a) Ni2p, (b) C1s, and (c) Si2p in Ni/(C, silicides)
nanocapsules.
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into the chamber as the carbon source. During the
experimental process, the current was maintained at
80 A, and the voltage, at 18 V. The products were
collected from the chamber after passivation for 12 h in
Ar atmosphere. In order to study the effects of inclu-
sions of silicides on the absorption properties of Ni/
(C, silicides) nanocapsules, Ni/C nanocapsules were also
prepared using a pure Ni target as an anode under the
same conditions.
Phase analysis was performed by means of X-ray dif-

fraction (XRD). X-ray photoelectron spectroscopy (XPS)
was used to determine the elements’ chemical states and
the valance band spectrum. The morphology and micro-
structure of the samples were characterized using a
transmission electron microscope (TEM; JEOL-2100,
JEOL Ltd., Akishima, Tokyo, Japan) with an emission
voltage of 200 kV. The sample preparation for complex
permittivity and permeability measurements is described
in detail elsewhere [1,9]. The mass fraction of the nano-
capsules in paraffin was set at 50 wt.%. The coaxial
method was used to determine the EM parameters of the
toroidal samples (see details for the preparation of tor-
oidal samples in [2]) in the frequency range of 2 to 18
GHz using an Agilent 8722ES vector network analyzer
(VNA; Santa Clara, CA, USA) with a transverse electro-
magnetic mode. The complex permittivity and complex
permeability were derived from the S-parameters tested
by the calibrated VNA, using a simulation program for
the Reflection/Transmission Mu and Epsilon (Nicholson-
Ross-Weir model) [10]. According to the transmission
line model [11], the reflection losses (RLs) of the Ni/
(C, silicides) and Ni/C nanocapsules were calculated
from the complex permittivity and complex permeability
measured on the nanocapsules dispersed in paraffin.

Results and discussion
The XRD patterns of Ni/(C, silicides) nanocapsules
(Figure 1) show Ni reflections, indicating that the main
parts of the cores are Ni. No clear reflections of carbon,
carbides, and silicides are observed due to their small
amount or the amorphous state of the shell structure.
In order to determine the surface compositions of the

Ni/(C, silicides) nanocapsules, XPS spectra were mea-
sured after etching times of 0, 10, and 20 s. The XPS
spectra of the Ni/(C, silicides) nanocapsules are shown
in Figure 2. The binding energies of 852.3 and 870 eV in
Figure 2a correspond to the Ni2p3/2 and Ni2p1/2 electron
states in metallic Ni cores, while the weak peak at 856.1
eV indicates the satellite peak of Ni2p3/2. Figure 2b,c
shows the binding energy curves of C1s and Si2p, re-
spectively. The binding energy of 282.2 eV in Figure 2b
reveals the C1s electron of SiC, and the one at 284.6 eV
corresponds to the existence of graphite. It is noted that
the intensity of the peak at 282.2 eV weakens harshly
after Ar ion sputtering for 10 and 20 s, indicating a de-
crease in amount of SiC from the shell to the core. The
peaks at 99.8 and 103.3 eV shown in Figure 2c corres-
pond to the binding energies of the Si2p electron in SiC
and SiOx, respectively. The intensity of the peak at 99.8
eV decreases after the surface has been removed by Ar
ion bombardment for 10 and 20 s, which is in agreement
with the changes of C1s in SiC (Figure 2b). As a result,
SiC and SiOx exist mainly in the shell of the nanocap-
sules. The formation of SiC may be attributed to the



Jiang et al. Nanoscale Research Letters 2012, 7:238 Page 3 of 7
http://www.nanoscalereslett.com/content/7/1/238
plasma radiation reaction of SiO2 with C, following the
reactions [7]:

C2H5OH ! 2C þ H2Oþ 2H2;

SiO2 þ 2� xð ÞC ! SiOx þ 2� xð ÞCO;
SiOx þ 1þ xð ÞC ! SiC þ xCO

The morphology and microstructure are presented in
Figure 3a,b for Ni/(C, silicides) nanocapsules and in
Figure 3c,d for Ni/C nanocapsules. The Ni/(C, silicides)
nanocapsules with a core/shell microstructure are of a
nearly spherical shape. Eighty nanoparticles have been
measured on Ni/(C, silicides) nanocapsules, and the
diameter distribution histogram is given as the inset of
Figure 3a. The average diameter is 27 nm through statis-
tical analysis. The distribution of the particle size and
the shell thickness of Ni/(C, silicides) nanocapsules and
Ni/C nanocapsules are similar, and the average thickness
of the shells is 2 to 3 nm. It is noted that this value is
much smaller than that (5 to 6 nm) for Ni/C nanocap-
sules [3]. The shell of Ni/C nanocapsules (Figure 3d) has
a good layered structure with a distance between the
layers of about 0.34 nm, which agrees with the interpla-
nar spacing of the (002) plane of graphite. Compared
with Ni/C nanocapsules, the shells of the Ni/(C, sili-
cides) nanocapsules show a poor graphite layered struc-
ture and contain a large amount of amorphous phases
Figure 3 TEM and high-resolution TEM images of (a, b) Ni/(C, silicides
indicated by the arrows in Figure 3b, which should be
some amorphous carbon and silicides in the forms of
SiOx and SiC revealed by the XPS analysis above.
Figure 4 shows the frequency dependence of the com-

plex permittivity (ε’+ iε”) and permeability (μ’+ iμ”) of
Ni/(C, silicides) and Ni/C nanocapsules dispersed in par-
affin in the frequency range between 2 and 18 GHz.
According to Figure 4a, both real and imaginary parts of
the complex permittivity of Ni/(C, silicides) and Ni/C
nanocapsule-paraffin composites exhibit a similar ten-
dency, i.e., declining significantly from 2 to 6 GHz and
then decreasing slightly at higher frequencies. However,
compared with those of the Ni/C nanocapsule-paraffin
composite, both real and imaginary parts of the complex
permittivity of the Ni/(C, silicides) nanocapsule-paraffin
composite have larger values due to the doping with sili-
cides, because SiC itself is a kind of dielectric material
with a permittivity as high as 9.7 [12]. The inclusion of
silicides and defects, such as lattice imperfections, in the
shells of Ni/(C, silicides) nanocapsules indicated by the
XPS analysis and HRTEM observation would create add-
itional states near the Fermi level [13], and the defects
themselves can be the polarization centers which localize
a large amount of bound electrons [14,15]. The fre-
quency dependences of complex permeability of the Ni/
(C, silicides) and Ni/C nanocapsule-paraffin composites
are shown in Figure 4b. The real part of the complex
permeability (μ’) of the Ni/(C, silicides) nanocapsule-
) and (c, d) Ni/C nanocapsules.



Figure 4 (a) Complex permittivity and (b) complex permeability
of Ni/(C, silicides) nanocapsule-paraffin and Ni/C nanocapsule-
paraffin composites.

Figure 5 Calculated RL curves for (a) Ni/(C, silicides)
nanocapsule-paraffin and (b) Ni/C nanocapsule-paraffin
composites.
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paraffin composite decreases from 1.15 to 0.9 and then
remains almost constant in the frequency range of 8 to
18 GHz, while the imaginary part (μ”) increases slightly
at 2 to 5 GHz and then decreases gradually at high fre-
quencies. The Ni/C nanocapsule-paraffin composite has
a similar tendency, but the value is larger by 0.1 on aver-
age for both real and imaginary parts. The decrease of
the permeability of the Ni/(C, silicides) nanocapsule-
paraffin composite can be explained by the introduction
of inclusions of nonmagnetic silicides in the Ni/(C, sili-
cides) nanocapsules.
Figure 5 shows the RL curves of Ni/(C, silicides) and

Ni/C nanocapsules-paraffin composites. The RL values
were calculated by means of the following equations
[11]:

Zin ¼ Z0
μr
εr

� �1=2

tanh j
2πfd
c

� �
μrεrð Þ1=2

� �
;

RL ¼ 20 log
Zin � Z0

Zin þ Z0

����
����;
where f is the microwave frequency, d is the thickness
of the sample, c is the velocity of light, Z0 is the im-
pedance of free space, and Zin is the input imped-
ance. Figure 5a shows that the maximum absorption
value of Ni/(C, silicides) nanocapsules with a thick-
ness of 2 mm is −37.8 dB at 13.8 GHz, while the
value of Ni/C nanocapsules is −12.9 dB at 15.6 GHz
for the same thickness (Figure 5b). Compared with
Ni/C nanocapsules, the absorption peaks of the Ni/(C,
silicides) nanocapsules at the same thickness have
shifted to a lower frequency, i.e., red shift. Figure 6
presents the difference of maximum RL peak posi-
tions between the Ni/(C, silicides) and the Ni/C
nanocapsules at the different thicknesses of the ab-
sorption layer, in which the red shift value drops
from 1.9 to 0.7 GHz as the thickness increases from
2 to 6.5 mm.
The distance between adjacent nanoparticles may play

an important role in the electromagnetic response of Ni
nanocapsule-paraffin composites [4]. According to [3],
the inter-particle distance can be estimated by



Figure 6 The difference of maximum RL peak positions
between Ni/(C, silicides) nanocapsule-paraffin and Ni/C
nanocapsule-paraffin composites.
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π
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� �
, where D is the average diameter of

the nanoparticles and φ is the space occupancy ratio of
the nanocapsules in paraffin. If the average particle size D
is taken as 27 nm and φ=50 wt.% for Ni/(C, silicides)
nanocapsules, the inter-particle distance is about 25 nm
for the Ni/(C, silicides) system. This inter-particle distance
is much larger than the critical distance of about 11 nm
[4]. As a result, the interaction between the Ni cores in
Ni/(C, silicides) nanocapsules can be ignored, and only in-
dividual cores are involved during the microwave absorp-
tion process. This assumption is critical for the following
discussion because band theory requires the negligence of
inter-particle interaction. Belavin et al. [13] have calcu-
lated the electronic structure of defect and defect-free
CNTs using the tight-binding method, and their results
show that lattice defects can create localized states near
the Fermi level. For Ni/(C, silicides) nanocapsules, the in-
clusion of silicides introduces large amounts of defects
into the shells, such as amorphous silicides and carbon,
vacancies, and twists in the layered carbon network. These
defects in the shells of Ni/(C, silicides) nanocapsules cause
the localization of electron density and generate additional
energy levels near the Fermi level, which may reduce the
electron transition energy. When the electromagnetic
wave penetrates into absorbents, the wave is absorbed
through electron transitions from quasi-continuous states
induced by the defects near the Fermi level [14]. Because
of the reduction of the electron transition energy, the
transition can occur at a lower frequency, which leads to
the red shift of the absorption peak at different thicknesses
of absorption layer.
Here, we propose another possible mechanism,

named the ‘electric dipole model’, to explain the red
shift of the absorption peaks from Ni/C nanocapsules
to Ni/(C, silicides) nanocapsules at the same thickness
of absorption layer. We use an interface between two
infinite slabs to simulate the interface between the Ni
core and the graphite shell. Schematic structures for
two extreme cases in this model are shown in
Figure 7a. One is an infinite carbon layer that covers Ni
(111), and the other is that a silicon layer is used in-
stead of the carbon layer. In this simple model, a simi-
lar picture of charging density is observed in areas far
away from the interface for both cases, charge transfer
at the interface gives rise to an electric dipole
(Figure 7b,c), and the electric dipole will vibrate upon
microwave resonance absorption. This model, based on
the electronegativity difference between C and Si, pre-
dicts a larger charge transfer between Ni and C than
that between Ni and Si. When Si is introduced into the
carbon shell of Ni/C nanocapsules, substituting Ni-C
bonds for Ni-Si bonds, a smaller charge transfer occurs,
and therefore, a reduced electric polarization in the Ni/
Si case is found which results in the red shift of absorp-
tion peaks. The electric polarization or dipole moment
is given by the equation:

P ¼
Z

r � Rcenterð Þρd3r; ð1Þ

where ρ is the electron density. The calculated dipole
moment is 0.33 Debye for Ni-C and 0.31 Debye for Ni-
Si (1 Debye = 3.336 × 10−30 C�m). An absorption fre-
quency is estimated as follows:

ω ¼
ffiffiffiffiffiffiffiffiffiffiffiffi
P⋅E
md2

;

r
ð2Þ

where ω is the vibration frequency of the electric dipole
in response to the electric field; P, the electric dipole; E,
the electric field strength; m, the effective mass; and d,
the length of the electric dipole. A rough estimation
shows that the order of magnitude of vibration (absorp-
tion) frequency ω falls in the gigahertz frequency range.
Taken the calculated dipole moment for Ni-C and Ni-
Si, Δω ¼ ωNi�C�ωNi�Si

ωNi�C
is estimated to be 26%. From the

size distribution histogram of the Ni/(C, silicides) nano-
capsules (the inset of Figure 3a), one can easily see that
small particles (the particle size less than 40 nm) dom-
inate in the Ni/(C, silicides) nanocapsules. As the thick-
ness of the absorption layer of the Ni/(C, silicides)
nanocapsule-paraffin composite increases, more small
particles exist in the composite, which will decrease the
red shift value because the absorption frequency ω is



Figure 7 (a) Schematic structures of two extreme cases for Ni-C and Ni-Si interfaces. Charge transfer for (b) Ni-C and (c) Ni-Si electric
polarizations. The color bar from blue via yellow to red refers to areas that are positively charged, neutrally charged, and negatively charged,
respectively.
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inversely proportional to the length of the electric di-
pole d according to Equation 2. It is why the difference
of maximum absorption peaks between the Ni/(C, sili-
cides) and Ni/C nanocapsule composites declines from
1.9 to 0.7 GHz as the thickness increases from 2 to 6.5
mm. It is suitable for our experimental result that the
red shift varies from 10% to 20% at different layer
thicknesses because of the mixture of electric
polarization for Ni-C and Ni-Si. The XPS spectrum
indicates that Si is distributed more in the outer carbon
shell, and therefore, a more complicated structure
model seems necessary to simulate the electric dipoles.
However, a similar red shift phenomenon is anticipated
because the dipole moment at the C-Si interface will
compensate the dipole moment at the C-Ni interface
and therefore will reduce the size of the dipole moment
for Si-intercalated Ni/C nanocapsules.
Conclusions
We have prepared Ni/(C, silicides) nanocapsules and Ni/
C nanocapsules. XPS measurements reveal that the sili-
cides mainly occur in the shells of nanocapsules. The
two kinds of nanocapsule-paraffin composites demon-
strate attractive microwave absorption properties. When
inclusions of silicides are introduced into Ni/(C, sili-
cides) nanocapsules, the absorption peaks of the Ni/(C,
silicides) nanocapsule-paraffin composite have a red shift
of 0.7 to 1.9 GHz compared with those of the Ni/C
nanocapsule-paraffin composite. We propose a simple
electric dipole model which semi-quantitatively explains
the red shift phenomenon. The RL peak value for the
Ni/(C, silicides)-paraffin composite with a layer thick-
ness of 2 mm has increased to about −37 dB at 13.8
GHz compared with that of −13 dB at 15.6 GHz for the
Ni/C nanocapsules-paraffin composite.
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